B2 L efdk+ 8 107 823 %- SPEITF Y 340

LRSI SRR B N N i A 5 17 £ 1F

7?;'-

v SRR

ALEF (1) ARMEEF 54T 2

FE P Az o (3) 2 ¥ @ * 2 #  close book e

4

VER o Eyo A e (2) FEATENE

=

(a) Please show the indenters of Brinell Test, Vickers Test, and Rockwell Test.
(10%)

(b) Please show the symbols of the mentioned test shown in (a). (10%)

(a) Please explain the use of chip breaker. (10%)

(b) Please show two types of chip breaker. (10%)

Please briefly show the manufacturing process of investment-casting (lost-wax)
process. (20%)

In cold rolling of plates shown in the following figures, please draw the distribution
of residual stresses of the two figures. (20%)
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The orthogonal cutting shown in the following figure, please derive the relationship
between cutting ratio (a./ag) and the shear angle ¢. a is the rake angle. (20%)
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